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AFD :17.3 4

sD:40p

CV:23.0%

CF:1000%

Curve : 446 Dg/mm
Min:16.0

Max :18.8 u

Staple : 85.0 mm
Age(Months) : 24

Report Date : 07 /1672023
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Fibber Diameter (microns)

- Black Hills Alpacas - Black Hills Marquita
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