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Sirolan Laserscan
Micron Test Report

Suri Peak Alpacas, LLC/Beth Roy
60 BellWash Ct
SedonaAZ 86351 USA

12t26t12

Test No: 449133
Animal and Sample Description

Animal Name: GLR Atacama
Breed: Alpaca(Suri)
Sex: Female
Color: Gray

Animat fD: 31115711
Sample Location: Side (L)
Sampfe Date: 12117112
Age: 06/16/08

Mean Fiber Diameter:
Standard Deviation:
Coeffieient of Variation:
Fiberc Greater Than 30 microns:

Laboratory Data

23.4 microns
5-9 microns
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Fib€r Diarneter - microns

This Test Performed According to |.W.T.O Method {2


