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Sirolan Laserscan
Micron Test Repo*

Pines Edge Suri Alpacas/Linda Kondris
12245 Melba Rd
Elbert CO 80106 Test No:

07t07/09

354655
Animal and Sample Description

Animal Name: Pines Edge Peruvian Wyldfyre
Breed: Alpaca(Suri)
Sex: Male
Color: Dark Brown

Animal lD: 30696075
Sample Location: Side
Sample Date: 05/10/09
Age: 08108107

Mean Fiber Diameter: *
Standard Deviation:
Goefficient of Variation:
Fibers Greater Than 3t) microns:

Laboratory Data

18.7 microns
4.6 microns
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2.4 o/a
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Fiber Diameter - microns

This Test Performed According to |.W.T.O Method 12


