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Sirolan Laserccan
Micron Test Report

B I Bar Ranch/Julie Ritschard
8720 Moss Rock Rd
Colorado Springs CO 80908 USA

06t24t13

TestNo: 458372

Animal and Sample Description

AnimalName:
Breed:
Sex:
Color:

Glacier
Alpaca(Suri)
Male
White

AnimallD: 31831789
Sample Location: Side (R)
Sample Date: 05/30/13
Age: 08115110

Mean Fiber Diameter:
Standard Deviation:
Coeffi cient of Variation :

Fibers Greater Than 30 microns:

Laboratory Data

22.7 microns
4.0 microns

17.4 0/o

3.3 o/o

This Test Performed According to |.W.T.O Method 12


