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Sirolan Laserscan
Micron Test Report

Stachowski Alpacas, LlC/Anthony Stachowski DVM
12648 State Route 44
Mantua OH44255

02t28t20

Test No: 987539

Animal and Sample Description

AnimalName:
Breed:
Sex:
Golor:

SA Nei lDiamond
Alpaca(Huacaya)
Male
Bay Black

AnimallD: 35473022
Sample Location: Mid Side
Sampfe Date: 02125120
Age: 10115107

Mean Fiber Diameter:
Standard Deviation:
Coefficient of Variation:
Fibers Greater Than 30 microns:

Laboratory Data
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This Test Performed According to |.W.T.O Method 12


