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Sirolan Lasers6an
Micron Test Report

Stachswski Alpacas, LlClAnthony Stachowski DVM
P.O. Bax 828
Mantua 0H 44255

07/31t15

Test No; EOSE3g

Anirnal and $ample Deseription

Animal Name: 87
Breed:
Sex:
Color:

AlpacaiHuacaya)
Male
W

Animal lD: 87
tample Location: Side
Sample Date: 05116/14
Age: 06i071'!3

Mean Fiber Diameter:
Standard Beviatiqn:
Coefficient of Variation:
Fibers Greater Than 30 micron$:

Laboratory Data

'l|6"5 rnicrons
2.9 micrans

17.8 %
0.5 %

'19.00r
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Fiber 0iarneter : ffiicron$

This Test Perforrned According to I.W.T.O Method 12


