
!"#"$%&#'"(()*+,-./0)123"42-"4.+,5)6/#7
89:);+,-)<(=)>(2#+)?)@+/A+45)'"("42B")C:DEF%ECDG)HIJ

>KLM<)NG:GO)DP9%:8CD)?)QJR)NG:GO)DP8%FP99
<&J61S)T$##"((UT$##"((7#"$

Sirolan Laserscan
Micron Test Report

Zena Suri Alpacas/Kathleen Callan 04/29/15
35401 S. 580 Road

Test No:   499501Jay OK 74346
Animal and Sample Description

Animal Name: Zena's Peruvian Wolfman 32509045Animal ID:
Breed: Alpaca(Suri)
Sex: Male

Age:

Sample Location: Side (R)
Sample Date: 04/17/15

05/21/12Med FawnColor:
Laboratory Data

Mean Fiber Diameter:   14.4 microns
Standard Deviation:    3.1 microns

  21.4Coefficient of Variation: %
Fibers Greater Than 30 microns:    0.5 %

This Test Performed According to I.W.T.O Method 12


