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Sirolan Laserscan
Micron Test Report

Suri Downs Farm/Norton Edward Fincher 11/10/15
2280 Camelback Rd

Test No:   916847Maidens VA 23102 USA

Animal and Sample Description

Animal Name: SD Silver Stone's Blackstone 35022787Animal ID:
Breed: Alpaca(Suri)
Sex: Male

Age:

Sample Location: Side (R)
Sample Date: 11/04/15

10/04/14True BlackColor:
Laboratory Data

Mean Fiber Diameter:   21.6 microns
Standard Deviation:    5.3 microns

  24.6Coefficient of Variation: %
Fibers Greater Than 30 microns:    6.8 %

This Test Performed According to I.W.T.O Method 12


