Yocom-McColl Testing Laboratories, Inc.

540 West Elk Place e Denver, Colorado 80216-1823 USA
-PHONE (303) 294-0582 ¢ FAX (303) 295-6944
EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

m.u Timber Alpacas, LLC/Susan King 09/26/11
29400 SW Heater Road ;
Sherwood OR 97140 i Test No: 419311

Animal and Sample Description

Animal Name: Aziza . Animal ID: 1384208
Breed: Alpaca(Suri) Sample Location: Side

Sex: Female Sample Date: 06/02/11
Color: White/Brown Pinto Age: 08/17/05

Laboratory Data

Mean Fiber Diameter: 28.1 microns
Standard Deviation: 5.9 microns
Coefficient of Variation: 20.9 %
Fibers Greater Than 30 microns: 28.6 %
9.00
*u
e
—, .
o OO S D
e
n
t
o
f
10 OSSO
o
b
S
e
r
\"
8 225 e
t
i
(o]
n
S
0.00 - o B L
2 4 6 8 10 12 14 16 18 20 22 24 26 28 30 32 34 36 38 40 42 44 46 48 50
Fiber Diameter - microns

This Test Performed According to L.LW.T.O Method 12



