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Painted Sky Alpaca Farm/Mitctrelt Dickinson
95lftight House Lane
Earleville MD 2't919 USA
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TestNo: 9A7644

Animal and Sample Description

Animal Name:
Breed:
Sex:
Color:

Morning Star of PSKf
Alpaca(l'tuacaya)
Female
White

Animal lD:
Sample Location:
Sample Date:
Age:

35316077
Side (R)
05/01/15
1At22t14

Mean Fiber Dlameter:
Standard Deviatlon:
Coefft cient of Variation :
Flbers Grcater Than 30 mlcrons:

Laboratory Data

18.4 microns
4.2 microns

22.9 Vo

2.0 o/o

48t2162024?a32
Fiber Diameter - microns

This Test Performed According to !.W.T.O Method {2


