
Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922974Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Bandit 45309Animal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

06/26/14Fancy MultiColor:

Laboratory Data

Mean Fiber Diameter:   24.3 microns
Standard Deviation:    5.1 microns

  21.1Coefficient of Variation: %
Fibers Greater Than 30 microns:    9.8 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922975Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Tuxedo 44276Animal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

06/14/13BlackColor:

Laboratory Data

Mean Fiber Diameter:   22.9 microns
Standard Deviation:    4.9 microns

  21.3Coefficient of Variation: %
Fibers Greater Than 30 microns:    7.0 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922976Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Edelweiss 43360Animal ID:
Breed: Alpaca(Huacaya)
Sex: Female

Age:

Sample Location: Side
Sample Date: 05/06/16

05/09/12WhiteColor:

Laboratory Data

Mean Fiber Diameter:   23.0 microns
Standard Deviation:    4.6 microns

  20.0Coefficient of Variation: %
Fibers Greater Than 30 microns:    5.4 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922977Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Kip 38777Animal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

05/09/09Rose GreyColor:

Laboratory Data

Mean Fiber Diameter:   27.5 microns
Standard Deviation:    6.0 microns

  21.8Coefficient of Variation: %
Fibers Greater Than 30 microns:   25.0 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922978Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Murphy 45308Animal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

07/05/14BlackColor:

Laboratory Data

Mean Fiber Diameter:   22.1 microns
Standard Deviation:    5.5 microns

  25.0Coefficient of Variation: %
Fibers Greater Than 30 microns:    7.6 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922979Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Carlisle 46011Animal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

07/29/12WhiteColor:

Laboratory Data

Mean Fiber Diameter:   20.4 microns
Standard Deviation:    3.6 microns

  17.8Coefficient of Variation: %
Fibers Greater Than 30 microns:    0.5 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922980Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Zac Brown XXXXXAnimal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

07/19/14BrownColor:

Laboratory Data

Mean Fiber Diameter:   27.7 microns
Standard Deviation:    4.5 microns

  16.4Coefficient of Variation: %
Fibers Greater Than 30 microns:   19.7 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922981Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Zahara 45324Animal ID:
Breed: Alpaca(Huacaya)
Sex: Female

Age:

Sample Location: Side
Sample Date: 05/06/16

08/26/14FawnColor:

Laboratory Data

Mean Fiber Diameter:   23.8 microns
Standard Deviation:    4.3 microns

  18.1Coefficient of Variation: %
Fibers Greater Than 30 microns:    6.6 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922982Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Eragon 42012Animal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

08/31/11BrownColor:

Laboratory Data

Mean Fiber Diameter:   21.3 microns
Standard Deviation:    3.9 microns

  18.2Coefficient of Variation: %
Fibers Greater Than 30 microns:    1.9 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922983Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Tiberius 44211Animal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

08/21/13BlackColor:

Laboratory Data

Mean Fiber Diameter:   23.6 microns
Standard Deviation:    4.8 microns

  20.5Coefficient of Variation: %
Fibers Greater Than 30 microns:    8.0 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922984Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Luna 45323Animal ID:
Breed: Alpaca(Huacaya)
Sex: Female

Age:

Sample Location: Side
Sample Date: 05/06/16

08/22/14Rose GreyColor:

Laboratory Data

Mean Fiber Diameter:   24.2 microns
Standard Deviation:    6.7 microns

  27.7Coefficient of Variation: %
Fibers Greater Than 30 microns:   18.9 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922985Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Sawyer 42346Animal ID:
Breed: Alpaca(Huacaya)
Sex: Female

Age:

Sample Location: Side
Sample Date: 05/06/16

06/03/11WhiteColor:

Laboratory Data

Mean Fiber Diameter:   25.6 microns
Standard Deviation:    4.6 microns

  18.1Coefficient of Variation: %
Fibers Greater Than 30 microns:    9.6 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922986Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Gabriel 46170Animal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

06/26/15Fawncy MultiColor:

Laboratory Data

Mean Fiber Diameter:   20.6 microns
Standard Deviation:    4.1 microns

  20.0Coefficient of Variation: %
Fibers Greater Than 30 microns:    2.3 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922987Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Romeo 35043Animal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

05/30/07WhiteColor:

Laboratory Data

Mean Fiber Diameter:   23.7 microns
Standard Deviation:    4.7 microns

  20.0Coefficient of Variation: %
Fibers Greater Than 30 microns:    7.8 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922988Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Campbell 40249Animal ID:
Breed: Alpaca(Huacaya)
Sex: Female

Age:

Sample Location: Side
Sample Date: 05/06/16

06/05/10Steel GreyColor:

Laboratory Data

Mean Fiber Diameter:   18.3 microns
Standard Deviation:    4.7 microns

  25.8Coefficient of Variation: %
Fibers Greater Than 30 microns:    3.2 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922989Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Willow 46171Animal ID:
Breed: Alpaca(Huacaya)
Sex: Female

Age:

Sample Location: Side
Sample Date: 05/06/16

07/15/15FawnColor:

Laboratory Data

Mean Fiber Diameter:   23.6 microns
Standard Deviation:    4.1 microns

  17.4Coefficient of Variation: %
Fibers Greater Than 30 microns:    6.6 %

This Test Performed According to I.W.T.O Method 12



Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place • Denver, Colorado 80216-1823 USA

PHONE (303) 294-0582 • FAX (303) 295-6944

EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report

Serendipity Farm Alpacas & Llamas/Keith & Elizabeth Adam 06/21/16
929 South Lavant Rd

Test No:   922990Lanark Highlands ON K0G 1K0 Canada

Animal and Sample Description

Animal Name: Thor 40540Animal ID:
Breed: Alpaca(Huacaya)
Sex: Male

Age:

Sample Location: Side
Sample Date: 05/06/16

07/03/10FawnColor:

Laboratory Data

Mean Fiber Diameter:   19.8 microns
Standard Deviation:    3.9 microns

  19.6Coefficient of Variation: %
Fibers Greater Than 30 microns:    1.6 %

This Test Performed According to I.W.T.O Method 12


