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Sirolan Laserscan
Mlcron Test Report

R & R Ranch/Richard & Robin Vasquez
3258 Denio Avenue
Gilroy CA 95020-9203 USA

07t19t10

Test No: 384079
Anlmal and Sample Description

AnlmalName:
Breed:
Sex:
Golor:

Chela
Alpaca(Huacaya)
Female
Appy

Animal lD:
Sample Locatlon:
Sample Date:
Age:

814790
Side
06/03/1 0
07t17t99

Mean Flber Diameter:
Standard Deviation:
Coefficlent of Varlation:
Fibens Greater Than 30 mlcrons:

35.4 microns
6.4 microns

18.2 %
78.0 o/o
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Fiber Diameter - microns

This Test Performed According to |.W.T.O Method 12


