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Sirolan Laserccan
Micron Test Report

Pines Edge Suri AlpacasAinda Kondris
12245 Melba Rd
Black Forest CO 80106

121O5t18

TestNo: 971619

Animal and Sample Description

Animal Name: Cinch of Pines Edge Animal lD:
$ample Location:
Sample Date:
Age:

35183839
Side (L)
fin6n8
47n417

Breed:
Sex:
Golor:

Alpaca(Suri)
Male
True Black

iiean Fiber Diameter:
Standad Deviation:
GoefEcient of Variation :
Fibes Grcater Than 30 microns:

Laboratory Data

19.8 microns
5.0 microns

25.4 o/o

4.3 0A

13

48A620242a3236
Fiber Diannter - mhrons

This Test Performed According to !.W.T.O Method 12


